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Test report: pH of board

Sample description : BCS 000402800000
Sample No. : 14906193

Test method:
1. DI water was poured on surface of specimens and left for 1 min.

2. Then pH indicator was touched into wet area after that compare
changing of color with standard.

Test result:

pH of Shera board is 7-8 as show in the picture.
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